
•	Industrial
•	Steel Fabrication
•	Plants: Waste Water Treatment,
	 Pulp & Paper, Petro Chemical,
	 Power Generation HIGH PERFORMANCE

■ The MPI performance category is listed under the column titled “MPI.”

■ For products that conform to Green Seal standards, refer to the LEED section in the Dunn-Edwards Green 
Building Guide.

■ For a list of LEED-compliant products, please refer to our index in the LEED section of the Dunn-Edwards 
Green Building Guide.

■ For a list of CHPS-compliant products, please refer to our index in the CHPS section of the Dunn-Edwards 
Green Building Guide.

■ Go to www.dunnedwards.com/productspecguide to download the most current project specifications, 
Product Information sheets, MSDS sheets, and other pertinent information for your project.

■ For questions regarding Dunn-Edwards products or colors, please contact your local Dunn-Edwards 
Representative.

■ You may also order color chips directly from our website www.dunnedwards.com or by calling our 
Customer Service Department at 888.337.2468.

■ If you are looking for a specialty product that we currently do not manufacture, please contact your 
Architectural Services Representative and let us help you find the appropriate product for your project.
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Masonry Stucco
Waterborne Acrylic/Acrylic System

HP	ext
1_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Waterborne	Acrylic 1 Carboline	Carbocrylic	120
Distributed	by
Dunn-Edwards

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Concrete Block (CMU)
Waterborne Acrylic/Acrylic System

HP	ext
2_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Waterborne	Acrylic 1 Carboline	Sanitile	100
Distributed	by
Dunn-Edwards

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Ferrous-DTM
Acrylic System

HP	ext
2_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Carboline	Carbocrylic	3358	MC
Distributed	by
Dunn-Edwards

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Ferrous
Modifi ed Aluminum Epoxy Mastic/Acrylic System

HP	ext
4_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Modifi	ed	Aluminum	
Epoxy	Mastic

1 Carbomastic	15 Distributed	by	Dunn-
Edwards.	Contact	Rep	
when	severe	conditions	
exist	and	for	specifi	c	
product	recommendation.

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Ferrous
Modifi ed Aluminum Epoxy Mastic/Aliphatic Acrylic Polyurethane System

HP	ext
4_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Modifi	ed	Aluminum	
Epoxy	Mastic

1 Carbomastic	15 Distributed	by	Dunn-
Edwards.	Contact	Rep	
when	severe	conditions	
exist	and	for	specifi	c	
product	recommendation.

Semi-Gloss Aliphatic	Acrylic	
Polyurethane

2	&	3
Carboline	Carbothane	133	Series

Gloss Carboline	Carbothane	134	Series

•	Industrial
•	Steel Fabrication
•	Plants: Waste Water Treatment,
	 Pulp & Paper, Petro Chemical,
	 Power Generation HIGH PERFORMANCE

EXTERIOR
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Metal Ferrous
Organic Zinc/Aliphatic Polyurethane System

* 	Manufacturer	recommends	shop	
application	and	blasted	to	SSPC	6

HP	ex

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Organic	Zinc 1 Carboline	Carbozinc	859	VOC* Distributed	by	Dunn-
Edwards.	Contact	Rep	
when	severe	conditions	
exist	and	for	specifi	c	
product	recommendation

Semi-Gloss Aliphatic	Acrylic	
Polyurethane

2	&	3
Carboline	Carbothane	133	Series

Gloss Carboline	Carbothane	134	Series

Metal Non-Ferrous-DTM
Acrylic System

•	 	New	galvanized	metal	should	be	
pre-treated	with	Supreme	Chemical	
Metal	Clean	&	Etch	(ME01)

HP	ext
7_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Galoseal	WB Distributed	by	Dunn-
Edwards.	Contact	Rep	
when	severe	conditions	
exist	and	for	specifi	c	
product	recommendation

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Non-Ferrous
Acrylic/Aliphatic Acrylic Polyurethane Systems

•	 	New	galvanized	metal	should	be	
pre-treated	with	Supreme	Chemical	
Metal	Clean	&	Etch	(ME01)

HP	ext
8_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Galoseal	WB
Distributed	by
Dunn-Edwards

Semi-Gloss Aliphatic	Acrylic	
Polyurethane

2	&	3
Carboline	Carbothane	133	Series	

Gloss Carboline	Carbothane	134	Series	
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Gypsum Board
Waterborne Acrylic/Cycloaliphatic-Amine Epoxy System

HP	int
1_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Waterborne	Acrylic 1 Carboline	Carbocrylic	120 Distributed	by
Dunn-EdwardsSemi-Gloss Cycloaliphatic-Amine	Epoxy 2	&	3 Carboline	Carboguard	890	VOC

Masonry Plaster
Waterborne Acrylic/Cycloaliphatic-Amine Epoxy System

HP	int
2_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Waterborne	Acrylic 1 Carboline	Carbocrylic	120 Distributed	by
Dunn-EdwardsSemi-Gloss Cycloaliphatic-Amine	Epoxy 2	&	3 Carboline	Carboguard	890	VOC

Masonry Plaster
Zero VOC
Acrylic or Acrylic/Epoxy System

HP	int
3_2

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Rustoleum	Sierra	Griptec	S30

Distributed	by
Dunn-Edwards

Eggshell
Acrylic

2	&	3

Rustoleum	Sierra	Beyond	Acrylic	Enamel	S38

Semi-Gloss Rustoleum	Sierra	Metalmax	Acrylic	Enamel	S37

Gloss Epoxy Rustoleum	Sierra	Epoxy	Acrylic	Enamel	S60

Concrete Block (CMU)
Zero VOC Finish Coat
Modifi ed Copolymer/Acrylic or  Modifi ed Copolymer/Epoxy Systems

HP	int
4_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Modifi	ed	Copolymer 1 Concrete	Block	Filler	Smooth	(W	6329)

Eggshell
Acrylic

2	&	3

Rustoleum	Sierra	Beyond	Acrylic	Enamel	S38
Distributed	by
Dunn-Edwards

Semi-Gloss Rustoleum	Sierra	Metalmax	Acrylic	Enamel	S37

Gloss Epoxy Rustoleum	Sierra	Epoxy	Acrylic	Enamel	S60

Concrete Block (CMU)
Waterborne Acrylic/Cycloaliphatic-Amine Epoxy System

HC	int
11_3

FINISH RESIN TYPE COAT FINISH SCHEDULE MPI NOTES

Waterborne	Acrylic 1 Carboline	Sanitile	100 Distributed	by
Dunn-EdwardsGloss Cycloaliphatic-Amine	Epoxy 2	&	3 Carboline	Carboguard	890	VOC 116

HIGH PERFORMANCE
INTERIOR
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Wood
Zero VOC
Acrylic System

HP	int
5_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Rustoleum	Sierra	Griptec	S30

Distributed	by
Dunn-Edwards

Eggshell

Acrylic 2	&	3

Rustoleum	Sierra	Acrylic	Enamel	S38

Semi-Gloss Rustoleum	Sierra	Acrylic	Enamel	S37

Gloss Rustoleum	Sierra	Acrylic	Enamel	S39

Metal Ferrous-DTM
Acrylic System

HP	int
6_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic Carboline	Carbocrylic	3358	MC
Distributed	by
Dunn-Edwards

Semi-Gloss
Acrylic 1	&	2

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Ferrous
Epoxy/Acrylic System

HP	int
7_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Epoxy 1 Carboline	Rustbond
Distributed	by
Dunn-Edwards

Semi-Gloss
Acrylic 2	&	3

Carboline	Carbocrylic	3359	MC

Gloss Carboline	Carbocrylic	3359	DTMC

Metal Non-Ferrous
Zero VOC
Acrylic Systems

•	 	New	galvanized	metal	should	be	
pre-treated	with	Supreme	Chemical	
Metal	Clean	&	Etch	(ME01)

HP	int
8_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Acrylic 1 Rustoleum	Sierra	Griptec	S30

Distributed	by
Dunn-Edwards

Eggshell

	Acrylic 2	&	3

Rustoleum	Sierra	Acrylic	Urethane	S38

Semi-Gloss Rustoleum	Sierra	Acrylic	Urethane	S37

Gloss Rustoleum	Sierra	Acrylic	Urethane	S39

Metal Ferrous
Modifi ed Aluminum Epoxy Mastic/Aliphatic Acrylic Polyurethane System

HP	ext
4_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Modifi	ed	Aluminum	
Epoxy	Mastic

1 Carbomastic	15 Distributed	by	Dunn-
Edwards.	Contact	Rep	
when	severe	conditions	
exist	and	for	specifi	c	
product	recommendation.

Semi-Gloss Aliphatic	Acrylic	
Polyurethane

2	&	3
Carboline	Carbothane	133	Series

Gloss Carboline	Carbothane	134	Series
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Metal Non-Ferrous
Modifi ed Aluminum Epoxy Mastic/Aliphatic Acrylic 
Polyurethane Systems

•	 	New	galvanized	metal	should	be	
pre-treated	with	Supreme	Chemical	
Metal	Clean	&	Etch	(ME01)

HC	int
21_3

FINISH RESIN TYPE COAT FINISH SCHEDULE NOTES

Modifi	ed	Aluminum	
Epoxy	Mastic

1 Carboline	Carbomastic	15
Distributed	by
Dunn-EdwardsSemi-Gloss Aliphatic	Acrylic	

Polyurethane
2	&	3

Carboline	Carbothane	133	Series	

Gloss Carboline	Carbothane	134	Series	


